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Abstract— We investigate proton damage in SOI CMOS devices on UNI-
BOND using variety of lateral bipolar operational modes. We show that the
impact of interface states and oxide charge can be more clearly observed
using lateral bipolar action than by using normal FET operational charac-
teristics. We also investigate the radiation-induced interface states at the
Si/buried oxide interface and oxide charges in the buried oxide of a SOI
CMOS technology using the DCIV method.

I. INTRODUCTION

It is well known that proton radiation produces both displace-
ment and ionization damage in semiconductor devices. In MOS-
FET characterization, the subthreshold I, — Vg characteristics
is widely used to identify the types of interface traps introduced
by irradiation, as well as the resulting radiation-induced fixed
oxide trapped charges. The change of Ip — Vi, however, is
often very small, making the identification of radiation-induced
charges difficult, primarily because of the thin gate oxide found
in modern devices. On the other hand, radiation-induced inter-
face traps also act as recombination centers when an MOSFET
is operated as a lateral bipolar transistor or a gated diode (body
to source/drain). Electrical properties of the interface traps, in-
cluding their energy levels and density, can be derived from the
gate bias dependence of the recombination current [1] [2] [3], an
analysis technique which can be dated back to the early 1960s
[4].

We propose in this paper a new technique of identifying
radiation-induced charge by using the collector current charac-
teristics of a lateral bipolar transistor, and demonstrate its util-
ity by applying it to the analysis of proton radiation damage
in SOI CMOS devices on UNIBOND. This technique, together
with conventional Ip — Vgg¢ measurements and DCIV mea-
surements [6], provides an effective toolset for radiation damage
probing of advanced transistor technologies. We also investigate
the radiation-induced interface states and oxide trapped charge
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for the back-gate transistor in SOI CMOS technologies using the
DCIV method. The back-gate DCIV spectra (Ip versus back-
gate Vgp curves) clearly shows the radiation-induced changes
in interface states at the Si/buried oxide interface, as well as
fixed oxide charges trapped in buried oxide during irradiation,
and hence is very useful for diagnostics on irradiated devices.

II. EXPERIMENT

The devices were fabricated using Honeywell’s 0.35 um
partially-depleted SOI technology [5]. The SOI substrate here
was formed by UNIBOND. The wafers were diced and attached
to a ceramic holder and directly exposed to 62.5 MeV protons
to equivalent gamma doses as high at 3 Mrad(Si) at the Crocker
Nuclear Laboratory Cyclotron located at the University of Cali-
fornia at Davis. The schematic diagram of our SOI MOSFETs is
shown in Fig. 1. The body ties of the device cannot be seen in
this two-dimensional figure because they are at the two ends of
the front-gate.
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Fig. 1. The cross-section view of a basic SOl MOSFET structure.

III. MEASUREMENT TECHNIQUE

In our measurements, the front-gate controlled Ip of the n*
source (emitter) / p~ body (base) / n* drain (collector) lateral
BJT for the nFET, and p* source (emitter) / n~ body (base) / p*
drain (collector) lateral BJT for the pFET (Vsp=Vpp = —V3E),
were used to probe the recombination current from the interface
traps which are distributed over the front-gate channel region.
We also define a back-gate controlled mode by sweeping the
back-gate voltage to obtain the base current Ig. Because the
drain/source junctions go though the entire silicon film in this
technology, under this back-gate controlled mode measurement,
the base current can be also used to measure the recombination
current from the interface traps generated during irradiation (or
even fabrication) in the back-gate channel region.



IV. RESULTS AND DISCUSSION

A. Front-Gate Transistor

Consider an SOI MOSFET exposed to 1.3 Mrad and 3
Mrad radiation levels. The pre- and post-radiation front-gate
Ip — Vs characteristics are shown in Fig. 2 for a 10/0.35
(W/L=10um/0.35um) nFET. A close inspection shows that the
threshold voltage first increases with increasing dose, and then
decreases with further dose. This can be attributed to the com-
bined effects of interface traps (which increases V;;) and oxide
trapped charge (which decreases V;;) [S]. The shift of the sub-
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Fig. 2. Front-gate subthreshold characteristics of a 10ym / 0.35 ym SOI nFET.

threshold I'p — Vs characteristics, however, is quite small, be-
cause of the thin front gate oxide (8 nm in this case). Further-
more, it is impossible to make any meaningful identification of
the shift in I'p for lower front gate voltages, since Ip is below the
measurement limit. This is unfortunate, since the shift here gives
useful information on the interface trap density for traps near the
middle of the bandgap.

Recall that the subthreshold drain current can also be viewed
as the collector current of the underlying lateral bipolar transis-
tor. The essential difference between this device and a standard
BIJT is that the base bias is provided through the gate oxide ca-
pacitance. We can therefore increase the drain current by sim-
ply forward-biasing the source-body junction, which provides a
much stronger bipolar action. To better examine the properties of
the radiation-induced interface charges as a function of gate volt-
age, we measure the collector current /¢ (or the drain current) as
a function of base-emitter voltage Vg (or body-source voltage)
using the gate-body voltage (Vi) as a variable. Typical results
are shown in Fig. 3 for the same device shown in Fig. 2. The
collector is grounded and thus V¢cp=0V. The I — Vg character-
istics is typical of a bipolar transistor except at high Vg and high
VE, when the surface is inverted. The benefits of such a bipolar
operation measurement include: 1) the net charge at the interface
is more easily identified for each gate voltage. 2) The interface
trap information at lower Vgp (and hence near the middle of the
bandgap) can be obtained, due to the higher /¢ enabled by the
explicit forward Vgg.

In Fig. 3, at Vgp=-0.5V, one can clearly identify a decrease of
Ic at 1.3 Mrad, and a subsequent increase of I¢ as the radiation
dose increases to 3 Mrad. This observation is consistent with
what one would expect by extrapolating the subthreshold Ip —
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Fig. 3. The collect current versus the base-emitter current for a 10um / 0.35 ym
SOI nFET at the different gate-base voltages.

Vgs curve to the lower Vs range. However, the identification
from Fig. 3 is direct, and much easier in practice. At V=0V,
the I¢ at 1.3 Mrad is obviously lower than at pre-radiation, and
the I at 3 Mrad is about the same as at pre-radiation.

The front-gate controlled Ip curves with a Vgg of 0.3V are
given in Fig. 4 for the same device shown in Fig. 3. The
radiation-generated increase of Ig gives a direct measure of the
surface recombination velocity Sy and the density of the inter-
face traps, N, because they are proportional to the maximum
of the radiation-induced Alg [6]. Here, AIg = Ig-Ip;, Where
Ip; is the Vi independent baseline. The baseline current /g,
physically comes from electron-hole recombination in the bulk
and surface traps located outside the p-channel, and hence are
not modulated by the gate voltage Vg [7] when the channel is
in accumulation. However, in Fig. 4, the increase of base current
with radiation dose in the accumulation region can be clearly ob-
served and is attributed to majority carrier tunneling at the p/n
junction perimeter under the gate oxide. With increasing radi-
ation dose, this majority carrier tunneling process increases be-
cause the radiation-induced displacement damage increases de-
fects at the corner of gate and drain (source) regions. A similar
increase of I after radiation can also be observed for a 10/0.35
pFET.
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Fig. 4. The gate-controlled I curves for a 10um / 0.35 ym nFET.

Fig. 5 shows the channel length normalized Alp peak versus
dose for 10/0.35, 10/0.5, 10/10 nFETs having the same chan-



nel width, but different channel lengths. It can be clearly seen
that the value of the Alg peak is channel-length dependent, be-
cause the radiation-induced interface traps are distributed along
the front gate channel. We can also see that the Alp peak in-
creases linearly with radiation dose for each device and has not
reached a saturation value up to 3 Mrad total dose, which means
the N;, is not saturated at the front Si/oxide interface up to 3
Mrad. The shorter the devices are, the more sensitive they are to
interface traps, and thus they experience a more rapid increase of
AlTp than in the longer devices.
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Fig. 5. Channel length normalized Alp peak versus dose for a 10/0.35, 10/0.50
and 10/10 nFETs.

B. Back-Gate Transistor

The back-gate controlled Ip is measured when the front-gate
channel is accumulated (front-gate Vg = —1V for the nFET and
front-gate Vg = 1V for the pFET) to minimize recombination
at the Si/front-gate oxide interface. The measured Ip is then
primarily due to recombination at the Si/buried oxide interface
or in the silicon film body. The back-gate controlled I for a
10/10 nFET is shown in Fig. 6 at Vzp=0.4V. Three peaks (peak
A, peak B and peak C) can be clearly observed for both pre- and
post-radiation. Note that Ip increases after radiation, which is
attributed to the increase of the number of recombination centers
due to radiation damage.
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Fig. 6. Back-gate controlled Ip curves for a 10/10 nFET at Vgg=0.4V.

In the MOSFET Ip — Vs curves, a nearly parallel shift oc-
curs after radiation, as shown in Fig. 7. Therefore, the dominant

charge induced by radiation is oxide trapped charge. The in-
terface charge, which is modulated by the gate voltage, plays a
much smaller role. Unlike the MOSFET subthreshold Ip — Vg
curves, the post-irradiation DC TV spectra is not a simple shift of
the pre-irradiation DCIV spectra. However, the shifts of voltage
position of the peaks are considerably different from the shift of
the back gate Ip — Vs curve. At 1.3 Mrad, the shifts are 19.5
V for peak A, and 14 V for peaks B and C. The shift of the sub-
threshold I, — Vs curve, however, is 16.8 V. Given the fact that
the shift of the I'p — V5 curve is nearly independent of Vs, we
conclude that the energy level distribution of interface traps dif-
fers between pre- and post-irradiation. Without a change in the
energy level distribution, the change of the DC IV spectra would
be similar to the change of the Ip — Vg5, except for an increase
in the magnitude of Ip.
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Fig. 7. Back-gate subthreshold characteristics of a 10/10 nFET before and after
radiation.

Another logical question is whether the three peaks observed
simply indicate that there are three dominant discrete trap energy
levels. To answer this question, we plot Al ,.qx versus Vgg on
semilog scales for each peak. The result for peak A is shown
in Fig. 8. Theory for a discrete energy level interface trap pre-
dicts that Alg peqk o exp(qVpe/nkT), with n = 1 when Vg <
VBE—ET, B = 2 when Vgg > Vpg_gr, and the transition from
n = 1ton = 2 occurs within 100 mV. Here Vgg_Egr is determined
by the trap energy level as 2(Er—Er) /q+[In(c,s/cps—1.41kT/q,
with Er being the trap energy level, E; being the intrinsic Fermi-
level, and C,; and C,, being the electron and hole capture rate
coefficients at this trap energy level [7]. The data measured,
however, does not show this behavior for peak A, either at pre-
radiation or post-radiation. Instead, the data can be fit using a
single n factor over a wide range of Vgg. In this case, n = 1.82,
1.79, 1.75 for pre-radiation, at 1.3 Mrad and 3 Mrad doses, re-
spectively. This dependence strongly suggests that the distribu-
tion of the interface states (both pre- and post-radiation) is rela-
tively flat, despite the three noticeable peaks on the DCIV spec-
tra. The shape of the distribution, as discussed above, is changed
considerably after irradiation, because of different shifts for the
different peaks. We also have determined that that the » factor is
1.6 for peak B and 2.0 for peak C.

Different back-gate controlled Ip curves can be observed in
Fig. 9 for a 10/10 pFET, both before and after irradiation. There
are only two observable peaks (noted as peak A and peak B) and
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Fig. 8. Variation of Al peqr With the forward bias Vpg from pre and after two
radiation doses. The lines are exponentially fit to the experimental data.

peak A is much sharper than any peaks observed in the back-gate
DCIV spectra of the nFETs as shown in Fig. 6. This suggests
a more concentrated interface state distribution (in the bandgap)
than for the nFET. At 1.3 Mrad, the Ip — Vg shift is -10.3 V.
The shifts in peak A and B, however, are -15.5 and -10.0 V. This
clearly indicates that the energy distribution of the interface traps
has changed after irradiation, for reasons similar to the nFET
case. It is also clearly shown that I p.. of peak B equals to that
of peak A before radiation. However, with increasing radiation
dose, the Ip p.qx Of peak A increases quickly and exceeds that
of peak B at 1.3 Mrad radiation. This suggests that radiation-
induced interface traps are concentrated at the same energy level
as that for peak A. Similar Ip versus back-gate Vi characteris-
tics can also be observed for the 10/0.35 pFET.
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Fig. 9. Back-gate DCIV spectra for a 10/10 pFET: 1) pre-radiation, 2) after 1.3
Mrad, and 3) after 3 Mrad.

Even though the nFETs and pFETSs share the same back-gate

oxide, they show a different back-gate radiation response, as can
be seen in Fig. 10 for the 10/10 nFET and pFET. It is clearly
seen that the recombination current of the pFET back-gate chan-
nel is much smaller than that in nFET back-gate channel for pre-
irradiation. Below 1.3 Mrad radiation, the I peak for the pFET
increases more quickly than for the nFET, while above 1.3 Mrad,
the recombination current of the pFET is almost as same as that
of the nFET. For the nFET, on the other hand, the recombination
current saturates after 1.3 Mrad. Note, however, that the recom-
bination current of the pFET still increases though at a much
slower rate than below 1.3 Mrad.
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Fig. 10. Back-gate controlled I peak versus dose for a 10/10 nFET and a 10/10
pFET.

V. SUMMARY

We have investigated radiation damage in SOl CMOS on UNI-
BOND devices using a new technique which identifies radiation-
induced charge using the collector current in bipolar operational
mode, and have applied it to studying proton damage in these
devices. This technique, together with conventional Ip — Vg
measurements and DCIV measurements, provides an effective
toolset for radiation damage probing of modern SOI technolo-
gies. Using DCIV, the energy distribution of radiation-induced
interface states is investigated for the back-gate transistor in this
SOI CMOS technology. We find that the energy distribution of
the interface states is significantly changed by proton irradia-
tion. Different back-gate radiation behavior between nFETs and
pFETs are clearly observed in the back-gate DCIV spectra, sug-
gesting a different damage mechanism between the two devices.
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